Suggestion Guide For Common Injection Moulding Problems
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Moulding Fault 8§ W|Z| 8| 2| 2|3 |E|S8|S|S|C|2|S|a|S|8|F|=28| 23|28
Black streaks or spots - - ? ?|
Brittleness - | = = - - +|?|?
Burning - =] =1=-1=-1-= 4+ +|?|? ?
Cloudy appearance —+ -+ ?21?
Colour variation shot to shot - ? - ? |- ?
Ejection difficulties N I - -
Flashing - | = = -l = =1|=14 ?
Gate Splay - -1 - + +| 4+ +| ? 2 ?
Gloss +| + + + +| ?
Jetting =+ +| | + | | | |2 ? ?
Lamination + 4| +| | | +| + 217 _
Loss of colour ? - ?
Orange skin —+| 4| + + +| 4+
Parts oversize - | = = + 2
Parts sticking in N I - -
Parts undersize —+| 4| + +| 4| - | +
Poor distribution —+ - -+ ? 217?21 - 2 | -
Screw not returning =+ -+ - ? ? - | ? -
Screw slip - - -
Short shot +| 4| +| + +| +| +| + ?
Silver streaks - - - + 217
Sinking & voids +| 4| +| *= - =1 =144+ 2
Visible weld lines e e e e e T e o e o e o s e B e B ] R P4
Warpage - | % - +| 4| +
Key: + = Increase - = Decrease = = Try Increasing or Decreasing ? = Check

Note: Due to the wide range of options and materials available, this information is for use as a guide only and is supplied in
good faith without obligation or liability.
For further assistance with any of the following areas, please contact us at the above address or alternatively using :-

¢ Injection Moulds ¢ Blow Moulds ¢ Extrusion ¢ Recycled Plastic Raw Material like HDPE, PP, LDPE etc.
¢ Masterbatch ¢ PVC Stabilizers ¢ Blow Moulding Machines ¢ Polymer Additives
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